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Al 99.8 % 
(P0610) 

 

Analysis: 
(max. weight %) 
 

 

Delivery Information: 
 

Form: - Ingots 

weight per piece: max. 22-25 kg 

weight per bundle: approx. 1 mt 

-  stack height: max. 1.10 m 
-  only plastic strap, no steel or iron strap 

Characteristics: - clean 

- dry 

- not radioactive 

     

Picture Sample: 
 

 

 

Si Fe Cu Mn Mg Zn Cr 
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Each other: 0,010 Total other: 0,100 


