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Profiles AlMgSi 0.5 
 

Analysis: 
(max.weight %) 
 

 

 

Delivery Information: 
 

Form: - Short Scrap:  
Loose max. 1 m long or packetised in a container, kipp 
truck, walking floor or packetised on pallets on a tarp 

truck 
- Delivery in big bags not possible 

- Long Scrap:  
Only bundled, max. length 7 m, max. weight of one 
bundle 2200 kg, delivered on a tarp truck or stake 

trailer  unloading only on the side of the truck possi-
ble 

- Pallet height: max. 1.30 m 

Characteristics: - Bright, max. 15 % natural or coloured anodized 
- Clean (without isolating components, foreign metals, 

dirt or other contaminations) 

- Dry 

- Not radioactive 

     

 

Picture Sample: 
 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

Si Fe Cu Mn Mg Zn Cr 
0.60 0.26 0.04 0.05 0.65 0.04 0.04 

       

Each other: 0.02 Total other: 0.10 


